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gran123

granulation12345

Batch No.

Start Time

Date

Product Name

BFG Code No.

Balance Code No.

Department QC

Test Results

Particulars/Sieve Size Quantity (g) Quantity retained (%w/w) % Fines Below 60 Mesh (%w/w)

Test Sample 100.000 -

Above 20 Mesh 20.000 20.00

Above 40 Mesh 10.000 10.00

Above 60 Mesh 5.000 5.00 67.00

Above 80 Mesh 12.000 12.00

Above 100 Mesh 22.000 22.00

The Fines on the collecting tray 33.000 33.00

granul-002

Min. std. limit (below 60 mesh)
(NLT%)

Max. std. limit (below 60 mesh)
(NMT%)

NA

30.00

Stage Granulation

: yogita

Date & Time

Performed by

: 31.12.2025 & 15:00:18
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Date & Time

 : Tantra
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